
• Resists perforation for at least 30  
   years in most environments**

• Consistent minimum AZ150 coating 
  guaranteed. (complying to MS 1196 & 
  AS 1397)

• Inconsistent due to unbranded 
  and wide range of coating mass.

Inconsistent coating mass and coating 
thickness will lead to uneven weathering

Produced with AZ150 coating class to ensure 
minimum 60g/m² coating mass or 16µm coating 

thickness on each surface for consistent 
weathering performance

Consist of 55% aluminium, 43.5% Zinc and 
1.5% Silicon with optimum microstructure to 

deliver best corrosion resistance performance

Compromised performance due to 
unidentified coating composition and 

microstructure

2. Coating consistency on every surface 
    to ensure consistent weathering

1. Coating composition
    (50%-60% Aluminium, 1%-2% Silicon, 
    Remainder Zinc)* and microstructure

Actual site inspection after
30 years installation

After 24 months outdoor exposure in AustraliaImage used is for reference only

Importance of Guaranteed Coating Mass
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